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1 SMC
mm

m/min
18 16 14 12 10 8 6 4 2

60 68 70 72 72 72 72 TL 72 TL 72 TL 72 TL
55 70 70 72 72 72 72 TL 72 TL 72 TL 72 TL
50 70 72 72 72 72 72 TL 72 TL 72 TL 72 TL
45 70 72 72 72 72 72 TL 72 TL 72 TL 72 TL
40 72 72 72 72 72 TL 72 TL 72 TL 72 TL Z
35 72 72 72 72 72 TL 72 TL 72 TL 72 TL Z
30 72 72 72 72 72 TL 72 TL 72 TL 72 TL Z
25 72 72 72 72 72 TL 72 72 TL 72 TL Z
20 72 72 72 72 TL 72 TL 72 TL 72 TL 72 TL Z

72 TL = 72mN/m  Z = 
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 2  TPE [mN/m]
mm

m/min
12 10 8 6 4

30 62 68 70 72 72
25 64 68 72 72 72
20 66 70 72 72 72 TL
15 66 70 72 72 TL 72 TL
10 66 72 TL 72 TL 72 TL 72 TL
5 70 72 TL 72 TL 72 TL Z

72 TL = 72mN/m  Z = 
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